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SAENAM MATERIALS CO.,LTD.

1087-9, Buksa-ri

Jain-myeon

Gyeongsan-city

GYEONGBUK  

Korea

To:

The following merchandise was submitted and identified by the client as :

For further details, please refer to following page(s)

Test Performed : SGS Testing Korea tested the sample(s) selected by applicant with following results

Test Results :                  

Received Date :                  April 08, 2009

Product Name :           POWER DRY ULTRA (SEKO DRY)

SGS File No. :         AYAA09-10100

Test Performing Date :                 April 09, 2009

SGS Testing Korea Co. Ltd.

Jeff Jang / Chemical Lab Mgr

 Pluto Kim

 Cindy Park

 Jinee Song/ Testing Person
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Sample No. : AYAA09-10100.001

Item No./Part No. :

Sample Description : POWER DRY ULTRA (SEKO DRY)

N/A

Heavy Metals

Test Items Unit Test Method MDL Results

0.5With reference to IEC 62321:2008, ICP-OESmg/kgCadmium (Cd) N.D.

5With reference to IEC 62321:2008, ICP-OESmg/kgLead (Pb) N.D.

2With reference to IEC 62321:2008, ICP-OESmg/kgMercury (Hg) N.D.

1With reference to IEC 62321:2008, UV-VISmg/kgHexavalent Chromium (Cr VI) N.D.

Flame Retardants-PBBs/PBDEs

Test Items Unit Test Method MDL Results

5With reference to IEC 62321:2008,  GC-MSmg/kgMonobromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgDibromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgTribromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgTetrabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgPentabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgHexabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgHeptabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgOctabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgNonabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgDecabromobiphenyl N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgMonobromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgDibromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgTribromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgTetrabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgPentabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgHexabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgHeptabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgOctabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgNonabromodiphenyl ether N.D.

5With reference to IEC 62321:2008,  GC-MSmg/kgDecabromodiphenyl ether N.D.

(1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) ** = Qualitative analysis (No Unit)

(6) * = Boiling-water-extraction:  

        Negative = Absence of CrVI coating  

        Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction 

        solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.

NOTE:
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Picture of Sample as Received:

*** End ***

(1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) ** = Qualitative analysis (No Unit)

(6) * = Boiling-water-extraction:  

        Negative = Absence of CrVI coating  

        Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction 

        solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.

NOTE:
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